NANOSIGHT run 1 2018-02-28 11-03-13
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Averaged FTLA Concentration / Size for Experiment:
run 1 2018-02-28 11-03-13
Error bars indicate + / -1 standard error of the mean

Concentration Values (particles / ml):
Experiment: run 1 2018-02-28 11-03-13.nano

Bin limited range for selected concentration (nm): 70.0 - 999.0
Concentration: 1.21 E8, Selected Concentration: 7.44 E7



