
NANOSIGHT run 1 2018-09-18 10-20-43
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Averaged FTLA Concentration / Size for Experiment:

run 1 2018-09-18 10-20-43

Error bars indicate + / -1 standard error of the mean

Concentration Values (particles / ml):

Experiment: run 1 2018-09-18 10-20-43.nano

Bin limited range for selected concentration (nm): 70.0 - 999.0

Concentration: 1.93 E8, Selected Concentration: 1.82 E8

84

117

292
390 505

0

0.5

1.0

1.5

2.0

2.5

3.0

3.5

E6

run 1 2018~43

Sel. Conc. User Lines
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1.82 E8 particles/ml (94.4%)


